Product: Redwood bark (S3-09)

Source: California
Date received:

Moisture content upon receipt: 37.5%
Plant species: Sequoia sempervirens

Processing equipment:

Nominal equipment size:
Raw material particle size at processing:
Raw material moisture content at processing:
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Particle size distribution:

Particle size distribution has an
atypical skew towards fine
particles, with the highest
percentage in the finest screens.

When analyzed by particle size
class, it has a higher percentage
of fine particles compared to
pine bark or peat.
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Physical properties:

Total porosity is 82%. Of that,
this substrate has moderately
high air space despite the high
percentage of fine particles. |
would expect this material to
perform similar to a fine pine
bark. Bulk density is similar to
other softwood barks.
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Water extractable nutrients:

Water extractable N and P are
low, typical of other softwood
barks. Extractable K is high, but
not excessive.
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Substrate pH

Substrate pH response to lime rate
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Lime rate titration:

Lime calibration curve shows
non-amended redwood bark
with a pH of 4.61. The bark can
be raised to a pH of 5 or 6 with
1.5 or ~12 lb/yd® dolomitic lime,
respectively.




